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DLC coating (Diamond-like carbon coating)

This is a coating that can be done by depositing the carbon to the
knife in vacuum oven. (It's heated up to 500C.) Surface hardness
near the diamond is Hv1800. The film thickness is three microns.
This coating demonstrates wonderful effect on the surface of the
excellent cutting steel called YXR7. As the reason, the YXR7 has
high hardness(HRc65) and high toughness. If the impact is
received from the outside of the DLC coating, YXR7 catches it and
doesn't cause the crack in DLC. Even if DLC is hard, the film
thickness of three microns is destroyed at once if the steel
material is soft.
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Titanium aluminum coating or Hyper Corting
(Titanium Chrome coating)

As for this coating, the hardness (Hv3000) is harder than DLC, and
you can scratch the surface of the board glass. The strongest
braid is completed by giving YXR7 this coating. In YXR7, the
tempering temperature is 580°C, therefore, there is no change in
hardness even if the knife is put in the oven for the coating heated
to 5007, so you can safely do this coating.
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